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JIANGYIN WENMING RUBBER & PLASTIC TECHNOLOGY CO., LTD 

NO.15, KAIYUAN ROAD, CHANGJING TOWN, JIANGYIN CITY, JIANGSU, CHINA 

 

The following sample(s) was / were submitted and identified on behalf of the client as: 

Sample Description: ARTIFICIAL GRASS 

SGS Ref No.: SHHG1507027208SD 

Style No.: 40UA3B16K0D11 

 

 

Test Requested:  

16 CFR 1630 Standard for the surface flammability of Carpets and Rugs (FF 1–70) 

 

Test Results: -- See attached sheet – 

 

Test Period:  

Sample Receiving Date : JUL.28, 2015 

Test Performing Date : JUL.28, 2015 TO AUG.03, 2015 

 
Signed for and on behalf of 
SGS-CSTC Co., Ltd. Anji Branch 
 
 
 
 
 
 
 

Allen Zou 
Technical Manager 
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I. Sample details: 

Sample description  Artificial Grass 

Color Green 

Size of sample 230mm×230mm       

 
II. Test Conducted: Based on 16CFR 1630 Standard For The Surface Flammability Of Carpets And             

Rugs ((FF 1-70) 

Washing Procedure * None 

Conditioning T :105℃                  2 h 

* As requested by applicant. 

Items 1 2 3 4 5 6 7 8 

The shortest distance between the edge of the hole 
in the flattening frame and the charred area (mm) 

78 73 77 76 73 75 77 75 

The number of specimens be tested in which the 
charred area does not extend to within 25.4mm of 

the edge of the hole in the flattening frame 

8 

 
III. Requirements: 
 
1. The charred portion does not extend to within 25.4 mm(1.0 in.) of the edge of the hole in the flattening 

frame at any point 

2. At least seven of the eight specimens shall meet the test criterion in order to conform with this standard. 

 
Conclusion: The sample to be tested meets above requirements. 

 

Photo Appendix: 

 

SGS authenticate the photo on original report only 

***End of Report*** 
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